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Uniaxial stress has proven to be a powerful experimental tuning parameter for effectively con-
trolling lattice, charge, orbital, and spin degrees of freedom in quantum materials. In addition,
its ability to manipulate the symmetry of materials has garnered significant attention. Recent
technical progress to combine uniaxial stress cells with quantum oscillation and angle-resolved pho-
toemission techniques allowed to study the electronic structure as function of uniaxial stress. This
review provides an overview on experimental advancements in methods and examines studies on
diverse quantum materials, encompassing the semimetal WTe2, the unconventional superconductor
Sr2RuO4, Fe-based superconductors, and topological materials.
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I. INTRODUCTION

Recent years have seen an tremendous interest in uniaxial stress experiments on quantum materials. While hy-
drostatic pressure alters electronic orbital overlap in all three spatial dimensions, uniaxial pressure explicitly drives
anisotropic changes. Therefore, the material’s response can be studied separately for each crystal axis. Often, much
larger responses can be obtained with equal amounts of pressures when applied uniaxially. In addition, point group
symmetries of crystal structures can be broken.

The perturbation of quantum materials by uniaxial stress has led to a number of important discoveries, for exam-
ple: It was possible to tune the delicate balance between unconventional superconductivity and competing ordering
phenomena in a range of materials. Specifically, the superconducting transition temperature in cuprates was increased
by controlling its orthorhombicity1,2 and charge order was induced in the underdoped regime by uniaxial stress 3,4;
A dramatic increase in the superconducting Tc with uniaxial stress was also observed in Sr2RuO4

5, and the material
was found to order magnetically at even larger pressures 6; The electronic origin of the rotational symmetry breaking
in iron-based superconductors, called nematicity, and many of its properties were discovered by anisotropic strain
measurements7,8; Uniaxial pressure also turned out to be a key control parameter for phenomena related to the band-
structure topology. For example, transitions between different non-trivial topological phases were induced by uniaxial
stress 9–11; Extremely large magneto-elastoresistance was observed from WTe2 due to its semi-metallic band structure
with different effective masses near the Fermi energy 12.

Whereas uniaxial pressure techniques have been available since a long time, they were not intensively used in the
study of quantum materials. Recent increased interest was triggered not only by the discovery of various fascinating
quantum phenomena but also by new technical developments of stress cells. Apart from standard anvil cells and
bending devices, new schemes using thermal contraction 13, turn-screw mechanisms 14, and in particular piezoelec-
tric devices 15 were developed. They substantially improve pressure homogeneity and accommodate an ever larger
range of experimental probes5,16–18, including thermodynamic, transport, spectroscopy, and scattering techniques in
environments with low temperatures, high magnetic fields, or in ultra-high vacuum.

Measurements of the electronic structure under in-situ tunable uniaxial pressure are one of the more recent additions.
Key insights into the physics of quantum materials can be obtained from spectral function, electronic band structure,
and Fermi surface measurements. They provide information for example about effective masses, Fermi velocities, band
gaps due to broken symmetries, and surface electronic states. Quantum oscillation measurements and angle-resolved
photoemission spectroscopy (ARPES) are standard probes of the electronic structure of quantum materials19–22. The
technical developments in uniaxial stress cells have therefore been adopted and advanced in recent years in order to
combine them with both probes.

Here, we review the current status of uniaxial-stress dependent ARPES and quantum oscillation measurements.
We first provide an overview of uniaxial stress devices employed in electronic structure measurements in Chapter II.
The following sections present an overview of measurements on several quantum materials. These studies encompass
an analysis of strain-induced charge redistribution in WTe2 in Chapter III, the stress-induced Lifshitz transition in
Sr2RuO4 in Chapter IV, investigation of nematicity in iron-based superconductors in Chapter V, and explorations of
strain-controlled topological phase transitions in Chapter VI.

II. UNIAXIAL STRESS DEVICES FOR ELECTRONIC STRUCTURE MEASUREMENTS

In general, the deformation of a solid is described in the elastic regime by σij = Cijklϵkl, with σij being the
stress tensor, ϵkl the strain tensor and Cijkl the elastic stiffness tensors23. All experimental setups described in this
review apply a uniaxial stress to a sample, which in turn strains along all crystallographic directions. Thus, uniaxial
pressure results in highly anisotropic strains, which can be quantified by the corresponding Poisson’s ratio νij = − ϵjj

ϵii
.

Thermal expansion of device components such as sample substrates may induce additional stress components to the
sample as function of temperature. Therefore, it is important to quantify strains along all directions for a quantitative
understanding of the electronic structure at finite stress and strain.

Despite the crucial significance of investigating changes in electronic structure under the influence of uniaxial stress,
these studies have only recently gained momentum after experimental challenges were overcome by sophisticated
technical developments. Quantum oscillation experiments require low temperatures and high magnetic fields. Uniaxial
stress devices based on piezoelectric stacks have been developed for these challenging conditions in recent years 15 and
are now commercially available.

Implementing in-situ tunable uniaxial stress in angle-resolved photoemission spectroscopy (ARPES) experiments
presents several additional challenges. Stress devices need to be compatible with the ultra-high vacuum environment;
Electric fields distort the trajectories of photoemitted electrons; Most ARPES instruments do not offer electrical
contacts at the sample stage; Sample stages are often very small. We present two general types of uniaxial stress
devices – mechanical and piezoelectric devices – that overcame these challenges and were successfully used in ARPES
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experiments. In all devices, the sample is mounted across a gap, the size of which is adjusted either mechanically or
by piezoelectric stacks. Sample substrates24 can be used in cases where samples require a large force to cleave or when
they tend to bend easily during the cleaving process, or if the sample size is smaller than the size of the gap. As a
result, samples of varying dimensions and mechanical properties can be studied in these devices either by measuring
them in a free-standing configuration or by supporting them with a substrate. The strain due to applied stress is
measured optically with microscope images13,25,26, by x-ray diffraction27, or with strain gauges11,26–28.

(b)(a)

FIG. 1. Mechanical uniaxial stress devices. (a) An illustration of the differential thermal contraction strain device. The
thermal contraction of aluminum surpasses that of titanium, resulting in uniaxial compression of the sample platform during
the cooling process. (This image is from Sunko et.al. 201913. The reference is an Open Access article licensed under a Creative
Commons Attribution 4.0 International License.) (b) A screw is employed to apply compression or extension to the substrate,
consequently affecting the sample attached to it. (This image is from Peng et.al. 202110. The reference is an Open Access
article licensed under a Creative Commons Attribution 4.0 International License.)

The first type of mechanical devices leverages the concept of differential thermal contraction. The device by Sunko
et al. 13 shown in Fig. 1 (a) employed a combination of titanium (Ti) and aluminum (Al), which leads to uniaxial
compression of the sample platform during cooling. Sample strains of up to - 0.6% at temperatures below 40 K were
achieved with this device (see Fig. 1 (a) for the dimensions of Al and Ti, respectively).

The second type of mechanical devices uses screw-turn mechanisms that are adjusted in-situ with a wobble
stick 26,27,29, which changes the size of the gap (see Fig. 1 (b) 27). In other devices, the screw was used to in-
duce bending of a substrate to which the sample is affixed 30–32. Since these bending cells induce highly non-uniform
strains, they do not qualify as true uniaxial stress cells and thus fall outside the scope of this review article on uniaxial
stress.

Shield Piezo Sample

5mm

(a) (b)

FIG. 2. Piezoelectric-driven uniaxial stress devices. (a) Schematics of the design for use in ARPES. Reproduced with permis-
sion.33 Copyright 2019 by the American Physics Society. (b) Photograph of the device without (right) and with (left) electrical
shielding used in Ref.28,33,34 Reproduced with permission.28,34 Copyright 2019 and Copyright 2021 by the American Physics
Society. Reference33 is an Open Access article licensed under a Creative Commons Attribution 4.0 International License.

Uniaxial stress devices based on piezoelectric stacks have been used in ARPES set-ups that are equipped with
electrical contacts on the sample stage11,25,33. These devices offer continuous, in-situ, backlash-free stress tuning.
The principle design of all of them is based on Ref.15 and is adapted to ARPES as shown in Fig. 2. In particular, an
electric shield surrounds the piezoelectric stacks to shield the high voltage from the photoemitted electrons. Different
spring-loaded contact designs are employed depending on the specific sample stage.

With these new techniques, diverse quantum materials have been investigated, unveiling exotic physics. In the
following sections, we will discuss each case individually.
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III. CHARGE REDISTRIBUTION IN WTE2

As a result of changes in the electronic overlap, the application of uniaxial stress can modify band structures.
Stress can influence the curvature of the band, causing changes in the effective mass and the size of the Fermi surface,
consequently leading to modifications in carrier density. Changes of the Fermi surface in weakly-correlated systems
can be predicted using density-functional theory (DFT) and determined experimentally using quantum oscillation
measurements. The study by Jo et al. combines these two techniques and showcases the systematic, quantitative
tracing of these effects in WTe2

12.
WTe2 is an excellent testbed system to study the influence of uniaxial stress on the electronic structure of quantum

materials. It possesses an orthorhombic crystal structure (space group number 31) as shown in Fig. 3 (a). Conse-
quently, the application of uniaxial stress does not lower the material’s crystalline symmetries. While WTe2 undergoes
a Lifshitz transition as function of temperature at ≈ 160K 35, no uniaxial stress-induced phase transitions have been
observed so far at low temperatures. Note that a superconducting transition occurred upon the application of large
hydrostatic pressure 36,37. However, the paper did not indicate a superconducting phase transition down to 2 K with
a maximum of -0.15% of uniaxial stress.

Additionally, the elastoresistance value was found to exceed two at room temperature and exhibited non-monotonic
behavior as a function of temperature as shown in Fig. 3 (b). Elastoresistance describes changes in resistance relative

to the applied strain (elastoresistance = d(∆R/R)
dϵ , where R represents resistance and ϵ represents strain). The elastore-

sistance of metals is often dominated by changes in geometric factors, resulting in a temperature-independent value of
approximately 2. However, few metals exhibit a temperature-dependent, significant elastoresistance value, primarily
dominated by the resistivity term, which reflects the intrinsic physical properties of the material. Therefore, the
elastoresistance of WTe2 is goverened by strong strain-induced modifications of the electronic structure, rather than
by simple changes of the aspect ratio of the sample. The uniaxial stress-dependent study of the electronic structure
by Jo et al. provided the necessary microscopic insights to understand the magneto- and elastoresistance of WTe2.

(e) (f)(c)

(b)

(a)

(d)

FIG. 3. Density functional theory (DFT) results and quantum oscillation analysis under strain. (a) Crystal structure of WTe2.
(Left) The top picture shows a view on the ac plane to visualize the layered structure along the c axis. The lower pictures
shows the ab plane with distorted zig-zag chains of W atoms in the a direction. A single crystal of WTe2 is mounted on
Razorbill CS100 Cryogenic uniaxial stress cell (Piezoelectric device) (right). The electrical current and mechanical stress were
applied along the crystallographic a direction, and the magnetic field was applied along the crystallographic c diretion. (b)
Elastoresistance of WTe2 was measured in the temperature range of 5K to 270K, with no applied magnetic field for samples S2,
S3, S3’ and S4. It predominantly exhibits negative elastoresistance, with a pronounced upturn observed at low temperatures,
specifically below 25K. (c) Results of DFT band structure calculation along the Γ − X direction without strain (ϵxx =0 %;
blue) and with strain (ϵxx =-0.2%; red) applied along the a axis. (d) Strain-induced modification of extremal orbits at kz =0
from DFT calculation. Blue and red lines refer to the same strain as in (c). Fermi surfaces F1 and F4 correspond to hole bands
and F2 and F3 to electron bands. (e) Shubnikov-de-Haas oscillation frequencies of the 4 extremal orbits F1,2,3,4 as a function
of strain ϵxx. The numerical values of the slopes are given in the figure. (f) Effective cyclotron masses of the four extremal
orbits F1,2,3,4 as a function of strain, with slopes given in the figure. Figure is adapted from Ref.12. Copyright (2019) National
Academy of Sciences.

In this study, the stress was applied along the crystallographic a-axis using the stress cell shown in Fig. 3(a).
Figures 3 (c) and (d) depict the results of DFT calculations conducted without (blue) and with (red) a compressive
strain of -0.2% along the a-axis. They predict two hole bands and two nearly degenerate electron bands to intersect
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the Fermi energy. The corresponding four Fermi surface pockets are labeled F1 to F4. As function of strain, slight
curvature adjustments in the dispersion are discernible in Fig. 3 (c), while Fig. 3 (d) illustrates an evident increase in
pocket sizes.

These findings were confirmed through studies of the Shubnikov-de-Haas quantum oscillations. The Fourier trans-
formation of the experimental data revealed four distinct peaks, each corresponding to the crossing of the four bands
at the Fermi energy. Additionally, effective masses were extracted from a fit of the temperature-dependent quantum
oscillation amplitude with the Lifshitz-Kosevich theory. The experimental results are shown in Fig. 3(e) and (f).
The frequencies increase upon application of compressive stress, which indicates an expansion in the extremal cross-
sectional area of the Fermi surface. The effective masses exhibit an increase under compressive strain with a slope
that is strongly band dependent. All of these observations qualitatively agree well with DFT calculations. However,
the exact values do not coincide with those measured in experiments. This discrepancy can be attributed to: 1) DFT
typically exhibits relative errors in the lattice constant depending on the choice of exchange-correlation functional,
and 2) DFT calculations are conducted at 0 K and do not account for finite-temperature effects.

The observation of stress-induced changes in band structure provided crucial insights into the unusual trans-
port properties of WTe2 that exhibits an exceptionally large elastoresistance with a non-monotonic-temperature-
dependence. The increase of the size for all Fermi surfaces with compressive strain implies that electrons redistribute
between hole-like and electron-like bands at low temperatures. The larger Fermi surfaces also increase significantly
both electron and hole carrier densities. As a result, the low-temperature elastoresistance is exceptionally large and
positive as observed experimentally. The temperature dependence of the elastoresistance can be captured qualita-
tively by a low-energy model, which also takes into account the redistribution of charge carriers to bands within kBT .
Especially at high temperatures, this includes a heavy hole band below the Fermi energy that could potentially be
observed with ARPES. In general, the transport and electronic structure studies point to a strong connection between
the elastic and electronic degrees of freedom in WTe2. Due to its small carrier density, the example of WTe2 showcases
a novel avenue for manipulating magneto-transport properties through strain in this and related materials.

IV. STRESS-DRIVEN LIFSHITZ TRANSITIONS IN SR2RUO4

The quest to understand the unconventional pairing state of the superconductor SrRu2O4
5,38–41 has been a driving

force behind numerous technical advancements in applying controlled uniaxial pressure to bulk materials in the last
decade. This pursuit has culminated in a range of modern pressure devices13,42,43. Conversely, the new technical
possibilties have faciliated the discovery of entirely new physics in Sr2RuO4 beyond the one of the superconducting
state13,17,44,45. In the following, we will focus on the electronic structure of normal-state Sr2RuO4 under uniaxial
pressure. For further reviews on the various aspects of the physics of Sr2RuO4, particularly at ambient pressure, see
Refs. 38,39,46.

In addition to its unconventional superconductivity, Sr2RuO4 stands out as a correlated metal with a quasi two-
dimensional electronic structure which is known in exquisite detail46–51. This makes Sr2RuO4 one of the best model
systems for comparison with theoretical models related to electronic correlations.

Sr2RuO4 belongs to the class of layered Ruddlesden-Popper series52 and exhibits a tetragonal crystal structure.
In this structure, the a-b-layers are formed by corner-sharing RuO6 octahedra. The Fermi surface consists of the α,
β and γ bands (see Fig. 4 (a)), which result from crystal-electric field (CEF) splitting of the 4d manifold of the Ru
atom, as well as spin-orbit coupling (SOC). Due to improvements in resolution of ARPES measurements over the
years, the effects of correlation-enhanced SOC on the band structure could be visualized and quantified by Tamai et
al.47. The resulting band structure and the orbital character of the bands can be well fitted by a tight-binding model
with five hopping parameters t and a SOC strength λSOC

47,53,54. This model provides the basis for understanding
the strain-induced changes of the electronic structure.

Breaking the in-plane tetragonal symmetry has a remarkably strong effect on the band structure, in particular on the
γ sheet, as illustrated schematically in Fig. 4 (a). When uniaxial pressure is applied along the [1 0 0] direction, Sr2RuO4

experiences a compression along the x-axis with ϵx < 0 and a tension along the y-direction, i.e., ϵy = −νxyϵx > 0 (see
Sec. II). As a result, upon increasing pressure, the γ sheet becomes compressed along the kx direction, but elongated
along the ky direction. At a sufficiently high strain, the γ sheet touches the M point of the Brillouin zone, resulting
in a van-Hove singularity (vHs). At this strain value |ϵx − ϵy| = |ϵvHs|, the γ sheet undergoes a so-called Lifshitz
transition55, where its Fermi surface topology changes from a closed configuration (for |ϵx − ϵy| < |ϵvHs|) to an open
one (for |ϵx − ϵy| > |ϵvHs|).

Naturally, experimental verification of such a Lifshitz transition is not only interesting by itself, but it also gains
significance due to the impact on the physical properties of Sr2RuO4

17,44. Significant experimental results include
a more than two-fold increase in the superconducting critical temperature, Tc, with increasing compression56 to
ϵx,∼,−0.45%. Additionally, deviations from the archetypal Fermi-liquid-type T 2 temperature dependence of electrical
resistivity were observed in a similar strain range57. Experimentally, recent high-precision elastocaloric measurements
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FIG. 4. Fermi surface of Sr2RuO4 in the unstrained and strained condition (with strain applied along the [1 0 0] direction
of the tetragonal unit cell). (a) Schematic Fermi surfaces of Sr2RuO4 at zero strain (ϵx = ϵy = 0), at intermediate strain
(0< |ϵx − ϵy| < |ϵvHs|) and at high strains (|ϵx − ϵy| > |ϵvHs|). The color shading indicates schematically the orbital character
of the eigenstates along the Fermi surface. After Ref. 45,47. (b) Experimental determination of the Fermi surface through
ARPES measurements at zero strain (left) and at high strain (right). (c,d) The anisotropy of the γ sheet surface (c) and the
electron count as a function of anisotropic strain, which is measured by the β-band asymmetry. The anisotropy of the γ sheet
is measured by the parameters ∆kF,M1 and ∆kF,M2, which are defined in the schematic Fermi surfaces in (a). Figures (b), (c),
and (d) are adapted from Ref. 13. The reference13 is an Open Access article licensed under a Creative Commons Attribution
4.0 International License.

provided a very detailed thermodynamic map of the phase diagram of Sr2RuO4 as a function of ϵx. The thermodynamic
identification of the features of the Lifshitz transition17,44 and superconductivity clearly demonstrate that maximum
Tc occurs at ϵvHS. Presently, it appears likely that this close interrelation is due to the enhanced density of states at
the Lifshitz transition and possibly a concomitant increase of electronic correlation strength.

The challenges in probing directly the electronic structure changes at the Lifshitz transition in Sr2RuO4 under large
strains were not only related to the specific challenges of ARPES chamber environment, as described in the Sec. II,
but also related to the elastic properties of Sr2RuO4

13,17,42. Owing to its high elastic modulus, it is generally hard to
apply large strains. In addition, the elastic limit of Sr2RuO4 at room temperature is quite low, only about −0.2%43.
This strain is less than the strain needed to reach the vHs. Thus, to probe the Lifshitz transition a device is needed,
where some degree of tunability of strain is achieved as the temperature is lowered. This has led Sunko et al. to
design the mechanical device, based on the concept of differential thermal expansion (see Sec. II).

The great success of their approach is clearly visible in Fig. 4 (b), when comparing the data13 taken at ϵx = 0 to
the data at |ϵx − ϵy| > |ϵvHs|. The change of Fermi surface topology of the γ sheet from a closed to an open contour
becomes clearly visible.

Further quantitative results on the evolution of the electronic structure were inferred from ARPES data13 as a
function of varying degrees of strain. In such a passive strain device, the variation was achieved through changes
of the sample’s thickness and corresponding variations in the effective strain transfer from the substrate to the top
surface of the sample. Among the key results are the following. First, the β sheet responds linearly to strain, whereas
the γ sheet shows a strongly non-linear change in particular close to ϵvHs. This is shown in Fig. 4 (c), where the
anisotropy of the γ sheet, measured by the parameters ∆kF,M1 and ∆kF,M2 (see Fig. 4 (a)), is plotted against the
asymmetry of the β sheet, which is taken as a good measure of the anisotropic strain. Second, the Luttinger count of
each of the α, β and γ bands remains unchanged with strain (see Fig. 4 (d)). This suggests that the Lifshitz transition
is solely driven by the distortion of the bands and not by a redistribution of the carriers between the bands.

Tight-binding calculations with hopping parameters t, which change linearly with strain, qualitatively confirm the
experimental results. The rate dt/dϵ is taken to be orbital-dependent and results from changes of the Ru-O-Ru bond
lengths. Quantitative discrepancies between these calculations and experiments were most pronounced in the evolution
of the γ sheet along the ky direction (see Fig. 4 (c)). It was suggested that electronic correlations are responsible.
This notion is supported by the strong change of the Hall coefficient across the Lifshitz transition45, which points
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towards a strong change of electron-electron scattering58 and correlation strength in its proximity. Further ARPES
measurements under strain will certainly be useful to understand how correlations are precisely altered through the
Lifshitz transition.

Finally, the recent study of the surface states of Sr2RuO4 under strain50,59 by ARPES provided interesting new
results60. In contrast to the bulk, the RuO6 octahedra at the surface of Sr2RuO4 are rotated around the c-axis with
antiphase on neighboring sites. As a result, the unit cell is enlarged and the Fermi surface significantly reconstructed61.
The high-quality experimental ARPES data of Abarca Morales et al.60, together with their tight-binding modelling,
showed that the strain-induced changes of the surface states can be best understood by only considering changes of
the Ru-O-Ru bond lengths rather than by changes in the angles. Thus, the surface of Sr2RuO4 by its own forms an
interesting reference system to understand the effect of strain on the electronic structure of quantum materials, where
the specific arrangement of transition-metal octahedra plays a key role in the emergent physics.

V. NEMATICITY IN IRON-BASED SUPERCONDUCTORS

Nematicity is an electronic instability that breaks rotational symmetry but preserves translational symmetry. It has
proven to be a ubiquitous feature of correlated quantum materials and in particular of unconventional superconductors.
Nematicity has been studied in great detail in iron-based superconductors (FeSC), which serve as a prototype material
class for this instability8,62–67. In the FeSCs, nematicty breaks the tetragonal C4 symmetry and yields an order
parameter with B2g symmetry. Corresponding anisotropies can be observed in the spin, orbital, and lattice degrees
of freedom.

In many FeSCs, the nematic phase is accompanied by a spin-density wave transition at only slightly lower tem-
peratures. Spin fluctuations were therefore suggested to drive an Ising-spin nematic order as a precursor to stripe
magnetism68–70. The discovery of nematicity without a magnetic order in FeSe71 promoted the idea of orbital fluctu-
ation as the driving mechanism72–75. Apart from low-energy descriptions, recent studies also explored the interplay
of nematicity and electronic correlations in FeSC34,76–83. Despite extensive studies of nematicity in the FeSCs, there
is so far no consensus on its microscopic origin.

The electronic nematic order changes the crystal structure of FeSCs from tetragonal to orthorhombic due to nemato-
elastic coupling. An anisotropic strain of B2g symmetry will therefore induce a finite value of the nematic order
parameter at all temperatures. A corresponding linear response measurement returns the nematic susceptibility.
The resistivity anisotropy is the most prominent observable that has been used as a proxy for the nematic order
parameter. The nematic susceptibility extracted from elastoresistivity measurements follows a Curie-Weiss law in
a large temperature range above the nematic transition temperature, Tnem, before it decreases inside the nematic
phase7. Apart from resistivity, various other transport, thermodynamic, scattering, and spectroscopic probes have
been employed in strain-dependent measurements to extract the nematic susceptibility25,84–89. The temperature-
dependence of the susceptibility is qualitatively very similar in almost all of them. However, it is unclear which
observables are a true representation of the nematic order parameter since they probe different aspects of the electronic
system. Nematic susceptibility measurements across the doping and substitution phase diagrams of FeSCs reveal
growing evidence for a nematic quantum critical point.90–92 If it exists, the consequences for the electronic properties
are exciting: The diverging nematic fluctuations can lead to non-Fermi liquid behavior where the quasiparticles on
the whole Fermi surface become overdamped93. At the same time the fluctuations can lead to strong, long-range
interactions that promote high-temperature superconductivity94–98.
The continuous development and sophistication of strain tuning capabilities will be an important factor to resolve

the current questions in the field of nematicity in the FeSCs. The recent implementation of uniaxial stress capabilities
in ARPES experiments allows to measure the effect of a B2g strain on the electronic structure. A corresponding linear
response measurement provides a momentum, orbital, and energy-resolved nematic susceptibility. We will describe in
detail how the electronic structure changes inside the nematic state in Section V.1. This will guide the discussion of
ARPES studies under uniaxial pressure in Sections V.2 and V.3.

V.1. Electronic structure across the nematic phase transition

The Fe 3d orbitals form the low-energy electronic structure and Fermi surface of FeSCs as shown in Fig. 5(b). The
orbitals are split by the tetragonal crystal electric field, which leads to a degeneracy between the dxz and dyz orbitals.
This degeneracy is lifted when the material enters the nematic state, which leads to two key signatures in the spectral
function that have been observed experimentally with ARPES.

1) The dispersion of the bands that predominantly contain dxz and dyz orbital character changes inside the nematic
state. It can be characterized by a nematic band splitting ∆Enem, which is determined from the binding energy
difference between the dxz and dyz bands as shown in Fig. 5(e). This splitting has been characterized in detail with
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FIG. 5. Effects of nematicity on the spectral function. (a) The 1Fe (dashed) and 2Fe (solid) Brillouin zone in the tetragonal
state. (b) Sketch of the low energy band structure. While specifics such as band width and chemical potential vary between
different FeSCs, the main features are consistent across the family. (c) Over a larger energy range, the spectral function A shows
a splitting of the 3d weight into a quasiparticle peak and Hubbard bands. A is multiplied by a Fermi-Dirac distribution f . (d)
Brillouin zone in the nematic state. The sketch of the sample indicates the corresponding deformation due to nematicity or due
to uniaxial compression along y. (e) Change in dispersion of the two dxz and dyz hole bands in the nematic state. Dashed lines
indicate dispersion in normal state for comparison. ∆Enem is the nematic band splitting. (f) Sketch of the observed anisotropy
of quasiparticle coherence in nematic state, that can be characterized by ∆Snem

34,82. (a),(b),(d) and (e) have been adapted
with permission34. Copyright 2021 by the American Physics Society.

ARPES for both hole and electron bands28,99–111. We highlight the behavior of the hole bands in Fig. 5 because they
are the focus of the uniaxial stress experiments published so far.

2) Electronic correlations due to the interplay of Coulomb interaction and Hund’s rule coupling split the spectral
function into a coherent quasiparticle peak and incoherent Hubbard bands as show in Fig. 5(c). Hubbard bands have
experimentally been observed in FeSe112,113. The ratio of spectral weight in the Hubbard bands and the quasiparticle
peak characterizes quasiparticle coherence or equivalently the degree of electronic localization. Recent ARPES exper-
iments showed that the dxz and dyz orbital have a different degree of quasiparticle coherence inside the nematic phase
as sketched in Fig 5(f)34,82. This effect can be characterized by the spectral weight difference ∆Snem. In general,
correlation effects such as enhanced effective masses and the suppression of quasiparticle coherence are strongly orbital
dependent in FeSCs114. The observation of the spectral weight anisotropy inside the nematic state reflects this orbital
differentiation since the degeneracy of the dxz and dyz is lifted inside the nematic state.

V.2. Universality of nematic response with and without magnetic order from strain-dependent ARPES

The absence of magnetic order made FeSe the ideal candidate to study the effects of nematicity on the electronic
structure because band folding due to spin-density wave (SDW) order did not obstruct its signatures. The detailed
momentum dependence of ∆Enem and the complex dispersion response at the electron bands was mapped out in
detail in FeSe28,103–108,111,115–117. The anisotropy of quasiparticle coherence inside the nematic phase was revealed
in FeSe as well82. Comparable measurements of the pristine nematic state for magnetic FeSCs are restricted to a
very small temperature window between the nematic and magnetic transition. They are, however, highly desirable to
probe whether the microscopic mechanism of nematicity in magnetic and non-magnetic FeSCs is different.
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FIG. 6. ARPES spectra on BaFe2As2 under uniaxial pressure at 160 K. (a) Spectra taken with p-polarized light, which
highlights the middle hole band. It has predominantly dyz character along kx. (a1) is taken with compressive stress applied
along y while the sample is tensioned for the spectrum in (a2). (a3)-(a7) show energy distribution curves (EDCs) extracted
from both spectra at the indicated momentum. Each panel compares the compressed with the tensioned state. Stress induced
changes of the band dispersion ∆E are obtained from the maximum of the EDCs. The change in quasiparticle spectral weight
is indicated by ∆S. (b) same as in (a) but along ky, which leads to photoemisison predominantly from the dxz orbital. (c,d)
same as (a,b) but with s-polarized light, which photoemits electrons from the inner hole band. Sketches in the bottom right
indicate the measurement geometries with the Brillioun zone for compressive (red) and tensile (blue) stress ϵyy along y. Figures
are reproduced with permission Ref.34. Copyright 2021 by the American Physics Society.

To overcome the interference from SDW order, recent ARPES studies on BaFe2As2 used in-situ tunable uniaxial
stress (see Section II) along the Fe-Fe bond direction applied at a temperature above Tnem = 140K using a piezoelectric
device28,34. By inducing a finite nematic order parameter at all temperatures through B2g strains, this approach allows
to study the response of the electronic structure to nematicity without interference of the SDW order.

Figure 6 shows a comprehensive overview of the ARPES results. The uniaxial stress direction is labeled y without
loss of generality. Photoemission matrix elements are employed to selectively probe either dxz or dyz orbital character
of the inner and the middle hole band. The two spectra for each configuration are taken at a compressed and
tensioned state of the sample, respectively. The ARPES data show clear uniaxial stress-induced changes of the
electronic structure, that can be identified in the energy distribution curves (EDCs). First, a shift in binding energy
∆E was obtained from the peak maxima (Fig. 6(a4)). Second, a change of the quasiparticle spectral weight ∆S was
obtained from the difference in ARPES intensity (Fig. 6(a3)). Both quantities were evaluated along kx and along ky.
The associated nematic band splitting and anisotropic quasiparticle coherence is calculated from the antisymmetric
component of these observables (Eqn.1) and shown in Fig. 7.

∆Enem =
∆E(ky)−∆E(kx)

2

∆Snem =
∆S(ky)−∆S(kx)

2

(1)

The raw data in Fig. 6 already show that the response to uniaxial pressure is almost entirely antisymmetric, i.e. it
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follows a B2g symmetry and therefore corresponds to changes in the spectral function due to a finite nematic order
parameter.
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FIG. 7. (a) Uniaxial-stress induced nematic band splitting of the middle hole band in BaFe2As2. δ is the orthorhombicity
extracted from the measured strain. (b) Equivalent data on FeSe but inside the nematic state. Both materials show the same
momentum dependence and overall scale of the nematic band splitting. (c) Uniaxial-stress induced anisotropic quasiparticle
coherence in BaFe2As2. It is normalized to the total spectral weight in the measured energy window. The magnitude of the
spectral weight response extracted from fits shown in Fig. 6(c3) is indicated at Γ. (a),(b) Reproduced with permission28.
Copyright 2019, American Physical Society. (c) Reproduced with permission34. Copyright 2021, American Physical Society

Figure 7(a) shows the momentum-dependent nematic band splitting in BaFe2As2, which can directly be compared
to the one obtain for FeSe inside the nematic state (Fig. 7(b)). Both show a sign change between Γ and the Brillouin
zone corner. The complex response around Γ is due to an interplay of spin-orbit coupling and nematic band splitting,
which has been described in detail in Ref.28. The magnitude of the splitting, normalized by the corresponding
orthorhombicity δ, is very similar as well. Figure 7(c) shows the momentum dependence of the strain-induced nematic
spectral weight response for the inner and the middle hole band. ∆Snem has the same sign in BaFe2As2 as in FeSe82, i.e.
the dxz orbital becomes more coherent than the dyz. The size of the response, once normalized to the orthorhombicity,
is also on the same order of magnitude. These results suggest that the microscopic mechanism behind nematicity in
the non-magnetic FeSe and the magnetic BaFe2As2 is identical.

V.3. Linear strain response of the band dispersion – Nematic susceptibility

The nematic band splitting ∆Enem, which is non-zero only below nematic phase transition temperature Tnem, can
be interpreted as an order parameter. Its linear strain response and the corresponding nematic susceptibility will
detect nematic fluctuations in the charge channel and in an orbital, momentum, and energy-resolved fashion. This
knowledge can greatly contribute to current discussions about the microscopic origin of nematicity and about the
influence of nematic fluctuations on the strange metal regime. The interpretation of the band shift as an order
parameter neglects spin-orbit interaction, which is on the order of a few tens of meV in FeSCs. It leads in principle
to a non-linear relationship between the nematic order parameter and the measured band shifts28,65.
Cai et al. performed the first experiments to determine the temperature-dependent nematic susceptibility with

ARPES. They measured the strain-response of the dispersion in FeSe0.9S0.1 (Tnem = 65 K) using a piezoelectric
device25. Selected ARPES spectra of the inner hole band (α) and the middle hole band (β) as function of the voltage
applied to the piezoelectric stacks are shown in Fig. 8(a) and (d). The inner hole band is studied around the Brillouin
zone center Γ while the middle hole band was studied around the Brillouin zone corner M. Dispersions are extracted
from intensity maxima and plotted as function of voltage in Fig. 8(b) and (e), respectively. A clear change of the
dispersion is detected that varies continuously with uniaxial stress.

The data was quantitatively evaluated as function of strain ϵ, which was measured parallel to the stress direction
using microscope images of the gap between the two sample mounting surfaces. The data in Fig. 8 (c,f) show that
the binding energy is linear as function of ϵ below Tnem (Fig. 8)(c,f). This is in contrast to the hysteresis detected
in the spectral weight response due to domain redistribution (not shown). Cai et al. also find a linear response for
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FIG. 8. Linear strain response of the dispersion and corresponding nematic susceptibility in FeSe0.9S0.1at 30 K below the
nematic transition temperature. (a) ARPES spectra of the inner hole band around the Brillouin center taken at different
voltages of the piezo-driven stress device. The points indicate the band position obtained from peak fitting. They are replotted
in (b) to illustrate the voltage dependence of the dispersion. (c) The binding energy at Γ follows a linear behavior as function
of the strain component ϵ along the pressure direction. (d)-(f) same as in (a)-(c) but for the middle hole band measured around
the Brillouin zone corner M. (g) Sketch of the measured dispersion and the band shift due to uniaxial stress. (h) Temperature
dependence of the nematic susceptibility extracted from the linear response of the band shift. Figures are reproduced with
permission25. Copyright 2020, American Physical Society.

higher temperatures and across Tnem. Non-linear contributions due to spin-orbit coupling were not observed.
Using the observed linear response, Cai et al. calculated the nematic susceptibility as function of temperature as

shown in Fig. 8(h). Interestingly, the susceptibility is different for the two different bands and momenta. For the
middle hole band (β) at a momentum close to M, the nematic susceptibility has a peak at Tnem and resembles a Curie-
Weiss behavior. The temperature dependence is qualitatively similar to that from other probes such as resistivity or
Raman spectroscopy7,118. In contrast, the peak at Tnem is absent in the susceptibility derived from the inner hole
band (α) at Γ. The origin of this behavior is unclear so far and possible scenarios include the presence of multiple
order parameters at the Brillouin zone center and boundary65, or the influence of spin-orbit coupling, which affects
the dispersion particularly at Γ28,65. Additionally, the role of the dxy orbital in the formation of nematic order is still
debated111,117,119.

VI. STRAIN-INDUCED TOPOLOGICAL PHASE TRANSITIONS

Topologically non-trivial materials have attracted significant attention due to their robust, dissipationless electronic
states. Controlling these exotic states of matter is crucial for their application. Therefore, topological phase transitions
from trivial to non-trivial topological states as well as between different non-trivial states have emerged as a significant
research field.

One of the most notable methods to manipulate topological states involves breaking time-reversal symmetry. This
can be achieved through the application of a magnetic field or doping with magnetic elements. An early attempt
involves the random distribution of magnetic elements on the surface of a topological material 120. However, this
approach lacks reversibility. A different method employs magnetic topological materials 121; however, this approach
limits the usable temperature and magnetic field range.

An alternative strategy involves the application of uniaxial stress. Uniaxial stress not only offers reversibility but
also provides a means to easily engineer and fine-tune topological phase transitions. This makes it a valuable tool
in manipulating the exotic electronic states of topological materials. Topological phase transitions driven by uniaxial
and multi-axial strains have been predicted in various materials including Bi2Se3, Cd3As2, ZrTe5, HfTe5, TaSe3, LnPn
(Ln = Ce, Pr, Sm, Gd, Yb; Pn=Sb, Bi) and more 122–126. Among them, three different bulk topological materials
have been studied with ARPES under uniaxial stress: ZrTe5, HfTe5, and TaSe3. In the following, we will present the
results from ARPES studies, which directly visualize the degree of tunability and control of the topological properties
with uniaxial stress.
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(a) (b)

FIG. 9. Topological phase transitions in transition-metal pentatellurides. (a) Calculated phase diagram of ZrTe5 with different
lattice constants (strain) 10. Blue, black, and red solid circles roughly indicate the experimental values in (b). (b) The ARPES
results on ZrTe5 are shown. The bulk band gap changes in size with compressive and tensile strain. With compressive strain,
the gap is (nearly) closed, reaching a Dirac semimetal state. With tensile strain, the band gap becomes larger, stabilizing the
WTI state. The data are taken with p-polarized photons and normalized by their density of states (DOS). The black markers
are extracted from the momentum distribution curve (MDC) peaks, and the red solid lines are the fitting results of the black
markers.10 The reference10 is an Open Access article licensed under a Creative Commons Attribution 4.0 International License.

The transition metal pentatellurides ZrTe5 and HfTe5 have an orthorhombic crystal structure (Space group num-
ber 63, Cmcm). They are layered materials due to van-der-Waals bonding between Te along the crystallographic b
direction. In the late 70’s and early 80’s, these materials received a lot of attention due to peculiar behavior in the
resistivity 127–129. Their topological behavior and in particular the prospect of strain tuning topological phase transi-
tions brought them back onto the map of condensed matter research 130–142. The band inversion that is responsible
for the bulk band gap and the non-trivial topological state is not due to spin-orbit coupling. Instead it is driven
by the special nonsymmorphic space group. Specifically, the band inversion at Γ occurs between the zigzag chain
Tez-Px and the prism chain dimer Tez-Py states. Both Tez-Px and Tez-Py are initially fourfold degenerate due to the
presence of four equivalent Te atoms. However, strong interchain covalent bonding causes each state to split into two,
and weak interchain coupling further divides them into singly degenerate states. Consequently, the band inversion
occurs between the bonding Ted states with mxz=1 and the antibonding Tez states with p=-1, resulting in one odd
parity state. This change in occupation alters the total parity of the occupied states at Γ, leading to the emergence
of the topological state. Hydrostatic pressure does not alter the topological state as long as the interlayer coupling is
not strong enough to reverse the band ordering 124. In contrast, according to DFT results, uniaxial stress along the
crystallographic a axis modifies the energy gap effectively and allows to tune between an STI and WTI state as this
material is in the boundary 9. The corresponding phase diagram is shown in Fig. 9(a).

Zhang et al. performed ARPES measurements under uniaxial stress to visualize the predicted topological phase
transition on ZrTe5

10. They utilized a mechanical stress device as depicted in Fig. 1 (b). The band structure measured
under different stress is shown in Fig. 9 (b). The unstrained sample exhibits a bandgap of approximately 28 meV.
Upon the application of tensile stress, the bandgap expands and hence the WTI state is stabilized. Under compressive
stress, the gap size diminishes and completely disappears, which marks the theoretically-predicted topological phase
transition into a Dirac semimetal (DSM) state. Calculations suggest that further compression will lead to a STI
phase 10,124. The isostructural HfTe5 was predicted to undergo the same topological phase transition as ZrTe5. Jo
et al. performed APRES measurements under in-situ tunable stress on HfTe5 using a piezoelectric device 143. The
results also indicate a topological phase transition from a WTI to a STI with applied compressive stress. Furthermore,
this research highlights that the self-energy of electronic states are strongly impacted by the presence of topological
surface states.

TaSe3 is a superconductor with a transition temperature of 2K144. At the same time, it was predicted to host non-
trivial topological states125. The possibility of topological superconductivity and Majorana physics renders TaSe3 a
particularly exciting material for strain tuning of topological properties. TaSe3 has a monoclinic, quasi one-dimensional
crystal structure with chains along the b-axis that are coupled by van-der-Waals interactions. The topological nature
is due to a band inversion of Ta d states and Se p states. Spin-orbit interaction leads to a gap opening at the band
crossing points.

Initial calculations predicted that TaSe3 undergoes topological transitions as function of strain perpendicular to the
chains along the a and c axis125. Subsequent ARPES studies combined with DFT calculations by Lin et al. and Hyun
et al. studied topological transitions for strains parallel to the chains along b26,31. Both studies predicted a phase
transition sequence from a WTI through a STI towards topological trivial states but differ in their assignment of
the zero-stress topological state (see Fig. 10)). This difference was attributed to internal strains from Se vacancies26.
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FIG. 10. A schematic topological phase diagram of TaSe2 is presented. The green arrow marks the regime studied in reference,26,
while the red arrow marks the regime explored in reference,31. However, in reference31, the Dirac semimetal (DSM) state
between STI and trivial insulator was not observed.

The pioneering study from Lin et al. used a bending device to apply stress to the sample. The subsequent study by
Hyun et al. employed a mechanical uniaxial stress device that is actuated by a screw as described in Section II. Both
ARPES measurements confirm stress-induced changes of the topological properties in TaSe3 as predicted by their
DFT calculations.

The initial experiments have been very successful in showcasing the efficacy of strain-tuning in topological phase
transitions. These achievements lay the groundwork for a comprehensive understanding of topological phase transi-
tions in the future.

VII. CONCLUSIONS

A key property of quantum materials is their tunability by non-thermal parameters. Changing material properties
by in-situ tuning parameters such as electric and magnetic fields or pressure are of particular importance. They
circumvent disorder effects induced by chemical doping and substitution and they ease technical application. In the
past decade, uniaxial stress tuning uncovered a host of new phenomena and has emerged as a versatile tool in the
study of quantum materials. The increased interest was to a large extent driven by technological developments. This
is also reflected in the electronic structure measurements under uniaxial pressure that we present here. In particular,
the requirements for the photoelectron emission and detection severely limited the implementation of non-thermal
tuning in ARPES so far. The adaptation of uniaxial stress cells for photoemission allows for the first time to measure
ARPES as function of in-situ tunable stress. There is a push to expand the range of tuning parameters for ARPES
even further for example by adding magnetic field tuning145,146. We have discussed how these ARPES measurements,
together with quantum oscillation studies, under uniaxial pressure contribute important new insights into fields, such
as unconventional superconductivity, correlated electron physics, and topological properties. The examples discussed
here demonstrate the importance of these techniques in addressing outstanding questions in the quantum-materials
field. Furthermore, these studies not only address existing questions but also pave the way for novel research avenues
in quantum materials, in which electronic structure studies under tunable stress will play a crucial role.

Currently, the primary limitations arise from the amount of stress that can be applied to the system. Specifically,
when utilizing substrates, they have a constrained elastic response. Looking forward, if we could apply greater
uniaxial stress, that would significantly enhance our research capabilities. Another avenue worth pursuing is to
improve the spatial resolution via nano-ARPES. Investigating the tuning of strain in two-dimensional materials and
their heterostructures could yield fascinating results. Additionally, we could explore new possibilities by broadening
the spectrum of stress tensors, including shear forces such as twisting.
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“Strain derivative of thermoelectric properties as a sensitive probe for nematicity,” npj Quantum Materials 6, 27 (2021).

87 Joshua J. Sanchez, Paul Malinowski, Joshua Mutch, Jian Liu, J.-W. Kim, Philip J. Ryan, and Jiun-Haw Chu, “The
transport-structural correspondence across the nematic phase transition probed by elasto x-ray diffraction,” Nature Mate-
rials 20, 1519–1524 (2021).

88 Connor A. Occhialini, Joshua J. Sanchez, Qian Song, Gilberto Fabbris, Yongseong Choi, Jong-Woo Kim, Philip J. Ryan,
and Riccardo Comin, “Spontaneous orbital polarization in the nematic phase of fese,” Nature Materials 22, 985–991 (2023).

89 Matthias S. Ikeda, Thanapat Worasaran, Elliott W. Rosenberg, Johanna C. Palmstrom, Steven A. Kivelson, and Ian R.
Fisher, “Elastocaloric signature of nematic fluctuations,” Proceedings of the National Academy of Sciences 118, e2105911118
(2021), https://www.pnas.org/doi/pdf/10.1073/pnas.2105911118.

90 J. C. Palmstrom, P. Walmsley, J. A. W. Straquadine, M. E. Sorensen, S. T. Hannahs, D. H. Burns, and I. R. Fisher,
“Comparison of temperature and doping dependence of elastoresistivity near a putative nematic quantum critical point,”
Nature Communications 13, 1011 (2022).

91 Kousuke Ishida, Yugo Onishi, Masaya Tsujii, Kiyotaka Mukasa, Mingwei Qiu, Mikihiko Saito, Yuichi Sugimura, Kohei Mat-
suura, Yuta Mizukami, Kenichiro Hashimoto, and Takasada Shibauchi, “Pure nematic quantum critical point accompanied
by a superconducting dome,” 119, e2110501119, https://www.pnas.org/doi/pdf/10.1073/pnas.2110501119.

92 Thanapat Worasaran, Matthias S. Ikeda, Johanna C. Palmstrom, Joshua A. W. Straquadine, Steven A. Kivelson, and
Ian R. Fisher, “Nematic quantum criticality in an fe-based superconductor revealed by strain-tuning,” 372, 973–977,
https://www.science.org/doi/pdf/10.1126/science.abb9280.

93 W. Metzner, D. Rohe, and S. Andergassen, “Soft fermi surfaces and breakdown of fermi-liquid behavior,” Phys. Rev. Lett.
91, 066402 (2003).

94 Hiroyuki Yamase and Roland Zeyher, “Superconductivity from orbital nematic fluctuations,” Phys. Rev. B 88, 180502
(2013).

95 T. A. Maier and D. J. Scalapino, “Pairing interaction near a nematic quantum critical point of a three-band cuo2 model,”
Phys. Rev. B 90, 174510 (2014).

96 Max A. Metlitski, David F. Mross, Subir Sachdev, and T. Senthil, “Cooper pairing in non-fermi liquids,” Phys. Rev. B
91, 115111 (2015).

97 Samuel Lederer, Yoni Schattner, Erez Berg, and Steven A. Kivelson, “Superconductivity and non-fermi liquid behav-
ior near a nematic quantum critical point,” Proceedings of the National Academy of Sciences 114, 4905–4910 (2017),
https://www.pnas.org/doi/pdf/10.1073/pnas.1620651114.

http://dx.doi.org/10.1103/PhysRevLett.103.057002
http://dx.doi.org/10.1103/PhysRevLett.103.057002
http://dx.doi.org/10.1103/PhysRevB.80.224506
http://dx.doi.org/10.1103/PhysRevLett.103.267001
http://dx.doi.org/10.1103/PhysRevB.82.100504
http://dx.doi.org/10.1103/PhysRevLett.109.137001
http://dx.doi.org/10.1103/PhysRevB.95.144511
http://dx.doi.org/10.1103/PhysRevB.98.220503
http://dx.doi.org/10.1103/PhysRevLett.121.227003
http://dx.doi.org/10.1103/PhysRevLett.121.227003
http://dx.doi.org/10.1038/s41535-018-0129-9
http://dx.doi.org/10.1038/s41563-018-0151-0
http://dx.doi.org/10.1038/s41563-018-0151-0
http://dx.doi.org/10.1103/PhysRevB.103.054505
http://dx.doi.org/10.1103/PhysRevB.104.L241101
http://dx.doi.org/10.1103/PhysRevB.107.L081114
http://dx.doi.org/10.1103/PhysRevB.107.L081114
http://dx.doi.org/10.1103/PhysRevLett.112.047001
http://dx.doi.org/10.1038/s41467-018-03377-8
http://dx.doi.org/10.1038/s41535-021-00324-7
http://dx.doi.org/10.1038/s41563-021-01082-4
http://dx.doi.org/10.1038/s41563-021-01082-4
http://dx.doi.org/10.1038/s41563-023-01585-2
http://dx.doi.org/10.1073/pnas.2105911118
http://dx.doi.org/10.1073/pnas.2105911118
http://arxiv.org/abs/https://www.pnas.org/doi/pdf/10.1073/pnas.2105911118
http://dx.doi.org/10.1038/s41467-022-28583-3
http://dx.doi.org/10.1073/pnas.2110501119
http://arxiv.org/abs/https://www.pnas.org/doi/pdf/10.1073/pnas.2110501119
http://dx.doi.org/10.1126/science.abb9280
http://arxiv.org/abs/https://www.science.org/doi/pdf/10.1126/science.abb9280
http://dx.doi.org/10.1103/PhysRevLett.91.066402
http://dx.doi.org/10.1103/PhysRevLett.91.066402
http://dx.doi.org/10.1103/PhysRevB.88.180502
http://dx.doi.org/10.1103/PhysRevB.88.180502
http://dx.doi.org/10.1103/PhysRevB.90.174510
http://dx.doi.org/10.1103/PhysRevB.91.115111
http://dx.doi.org/10.1103/PhysRevB.91.115111
http://dx.doi.org/10.1073/pnas.1620651114
http://arxiv.org/abs/https://www.pnas.org/doi/pdf/10.1073/pnas.1620651114


19

98 D. Labat and I. Paul, “Pairing instability near a lattice-influenced nematic quantum critical point,” Phys. Rev. B 96,
195146 (2017).

99 Ming Yi, Donghui Lu, Jiun-Haw Chu, James G. Analytis, Adam P. Sorini, Alexander F. Kemper, Brian Moritz, Sung-Kwan
Mo, Rob G. Moore, Makoto Hashimoto, Wei-Sheng Lee, Zahid Hussain, Thomas P. Devereaux, Ian R. Fisher, and Zhi-
Xun Shen, “Symmetry-breaking orbital anisotropy observed for detwinned ba(fe1−xcox)2as2 above the spin density wave
transition,” Proc. Natl. Acad. Sci. U.S.A. 108, 6878–6883 (2011).

100 M. Fuglsang Jensen, V. Brouet, E. Papalazarou, A. Nicolaou, A. Taleb-Ibrahimi, P. Le Fèvre, F. Bertran, A. Forget, and
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