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Abstract

We report the realization of a light source specifi-
cally designed for the generation of bright continuous-
variable entangled beams and for Heisenberg-limited
inteferometry. The source is a nondegenerate, single-
mode, continuous-wave optical parametric oscillator
in Na:KTP, operated at frequency degeneracy and
just above threshold, which is also of interest for the
study of critical fluctuations at the transition point.
The residual frequency-difference jitter is ± 150 kHz
for a 3 MHz cold cavity half-width at half maximum.
We observe 4 dB of photon-number-difference squeez-
ing at 200 kHz. The Na:KTP crystal is noncritically
phase-matched for a 532 nm pump and polarization
crosstalk is therefore practically nonexistent.

1 Introduction

Optical parametric oscillators (OPO’s) are well
known sources of nonclassical light. Type-I and type-
II OPO’s have been used to generate single-mode [1]
and two-mode [2, 3] squeezed states and to imple-
ment the Einstein-Podolsky-Rosen (EPR) paradox [4]
experimentally [2], as proposed in [5, 6]. The lat-
ter has become increasingly important as continuous
variables (CV) have been proposed and used to im-
plement quantum information protocols [7, 8] such as
quantum teleportation [9] and quantum dense coding
[10]. This paper is focused on CV and OPO’s, but
one should not forget, of course, that single-photon
coincidence detection coupled with spontaneous para-
metric downconversion [11] has played a major role
in the violation of Bell’s inequalities [12] (practically
unfeasible with CV), and the realization, for exam-
ple, of teleportation [13], multipartite entanglement
[14], and very recently quantum computer gates [15].

∗Corresponding author. opfister@virginia.edu

Going back to CV, the generation of CV-EPR
states requires simultaneous squeezing of two com-
patible joint operators made from noncompatible lo-
cal operators [4, 7], or physical variables, such as
number sum (difference) and phase difference (sum)
(N±, φ∓), or amplitude-quadrature sum (difference)
and phase-quadrature difference (sum) (X±, P∓).
Reid and Drummond proposed to use above- and
below-threshold OPO’s in order to squeeze N− and
φ+ [5, 6]. In the first experimental implementa-
tion of the EPR paradox [2], a nondegenerate OPO
below threshold was used. An interesting variant
also demonstrated was to use two degenerate OPO’s
below threshold, each squeezing a complementary
quadrature, and to overlap their fields using a bal-
anced beam splitter [9]. As pointed out by Lugiato et
al., the unitary transformation describing the beam
splitter transforms the nondegenerate and degener-
ate Hamiltonians into one another [16]. Several re-
lated entanglement experiments have been recently
reported [17, 18, 19], and one ought also to mention
the use of third-order nonlinearity in fibers to gen-
erate bright EPR beams without the use of OPO’s
[20].

It is interesting to note that, despite the fact that
the initial proposal for experimentally realizing the
EPR paradox was to use an OPO above threshold
[5], this particular implementation has not yet been
carried out. Rather, in all EPR implementations to
date [2, 9, 17, 18, 19], OPO’s have been used ex-
clusively below threshold, as parametric amplifiers of
either vacuum or bright modes. The reason for this
choice is that the proposal of Ref. [5] is very challeng-
ing. It requires either a triply resonant OPO with
higher finesse for the pump than for the signal and
idler, which presents technical difficulties, or a doubly
resonant resonant OPO just above threshold. More-
over, in both cases, the OPO must be emitting close-
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to-degenerate signal and idler frequencies, which is
difficult to achieve because the well-known clustering
effect in a doubly resonant type-II OPO puts strin-
gent stabilization requirements on the crystal tem-
perature, the cavity length, and the pump frequency.
One has thus to address two experimental challenges,
using a doubly resonant OPO: to achieve stable os-
cillation on the frequency degenerate mode and do so
close to the threshold, where the output power is the
least stable.

We have solved these two issues and present, in
this paper, the experimental realization of a stable
type-II OPO, emitting at frequency degeneracy while
pumped only a few percent above threshold. Note
that stable twin beams have been achieved before, in
particular in the record-breaking number-difference
squeezing experiments by the group of Fabre and Gi-
acobino [3] and in the more recent work of several
other groups [21], but our present work is, to the
best of our knowledge, the first time that stable twin
beams are obtained at precise frequency degeneracy
and just above threshold.

Besides bright EPR beam generation, such a source
is also extremely interesting for the study of critical
fluctuations at the transition point, including possi-
ble generation of macroscopic entanglement [22], and,
last but not least, for Heisenberg-limited interferom-
etry (HLI). Recall that, if N particles are sent into
an interferometer and subsequently detected or mea-
sured, the usual phase sensitivity limit is the input
beam splitter’s shot noise limit N−1/2 [24], whereas
the ultimate limit is the Heisenberg limit N−1 [25,
26]. This is a general statement for any boson field.
Examples of beam splitters are a half-reflecting mir-
ror in photon optics and a π/2 resonant laser pulse
in atom optics. Reaching the Heisenberg limit re-
quires suppressing vacuum fluctuations at the input
beam splitter of the interferometer [25], which was
experimentally demonstrated using vacuum squeez-
ing [27]. Holland and Burnett [23] also showed that
one can reach the Heisenberg limit by using a source
of indistinguishable twin modes, i.e. an input density
matrix of the form ρ =

∑

n,m ρnm |nn 〉 〈mm |. This
was demonstrated using two single-mode amplitude-
squeezed beams in Ref. [20], and also a pair of trapped
ions [28]. Progress has also been made towards real-
izing HLI with Bose-Einstein-condensate Fock states
[29]. It is interesting to note, however, that the
common-mode statistics (ρnm)n,m do not play any
role in the phase sensitivity [30], hence generating
twin Fock states e.g. |nn 〉 is not necessary. There-
fore, an OPO emitting intense frequency-degenerate
twin beams is an ideal candidate system for HLI, as it
would bring, besides the required N− squeezing, the

added benefit of a a narrow linewidth CW source,
suitable to perform ultra-precise measurements such
as gravitational-wave detection. Note also that, since
HLI requires large photon numbers, it presents one
fewer challenge than bright EPR state generation.
In the next section, we describe our experimental

setup. We subsequently detail our experimental char-
acterization of the source.

2 Experimental setup

2.1 OPO crystal and cavity

The Na:KTP crystal noncritically phase-matches
type-II degenerate parametric downconversion from
532 to 1064 nm wavelengths along the X axis at
room temperature. Such a configuration practically
annihilates polarization crosstalk while allowing the
convenient use of highly stable Nd:YAG lasers. We
use a 3 × 3 × 10 mm3 prototype Na:KTP crystal,
fabricated by Crystal Associates. The crystal is cut
along its X axis, and AR-coated at 1064 nm and 532
nm. It is placed inside an oven made of Oxygen-
free, high-conductivity Copper, whose temperature is
controlled to less than a millidegree by way of a servo
loop. We used two kinds of loop filters with equal suc-
cess, one home-made and one commercial fromWave-
length Electronics. Tight temperature control of the
nonlinear crystal is paramount in a type-II OPO be-
cause of the different temperature dependences of the
indices of refraction for the two cross-polarized reso-
nant signal and idler waves.
The OPO has a standing-wave cavity formed by

two plano-concave mirrors that have a radius of cur-
vature of 5 cm and are separated by approximately
10.2 cm, thereby realizing a concentric resonator.
One of the mirrors is mounted on a piezoelectric
transducer (PZT). The cavity waist size is in between
the Boyd-Ashkin confocal-focusing value wo(BA) =
√

ℓλ/2πn = 31 µm and the Boyd-Kleinman opti-
mum wo(BK) = 0.59wo(BA) = 18 µm [31], which is
confirmed by OPO threshold measurements. The in-
terferometer structure is built in super-Invar, which
confers outstanding mechanical stability along with
no visible thermal expansion effects. This makes for
an ultrastable optical resonator that never needs to
be realigned, the OPO threshold staying at its initial
level for months on.
The concentric geometry is more delicate to work

with than a plano-concave cavity (as used for exam-
ple in hemilitic OPO’s) since its spherical symmetry
allows for many different cavity axes and does not
constrain the alignment very strongly. This is, how-
ever, a conscious design choice as it allows us to eas-
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ily find a cavity mode that coincides with the crys-
tal’s X axis so as to completely eliminate walkoff.
The OPO alignment procedure consists of aligning
the resonator without the crystal first, and then in-
serting the crystal and orienting it between crossed
polarizers in order to align the X axis with the cav-
ity axis. The cavity is then used as a resonant fre-
quency doubler in order to optimize the crystal tem-
perature for maximum SHG efficiency, which corre-
sponds to the lowest OPO threshold. The SHG pump
laser at 1064 nm (Lightwave Electronics 126-700-
1064) is, once frequency-doubled, heterodyned with
the OPO pump laser (Lightwave Electronics 142) and
the resulting beat note at their frequency difference
is tuned to zero. The reflectivities of the OPO mir-
rors are R(1064 nm) = 0.999 and R(532 nm) = 0.6
for the input coupler, and R(1064 nm) = 0.990 and
R(532 nm) = 0.1 for the output coupler. The OPO
is therefore essentially doubly resonant for the signal
and the idler.

2.2 OPO stabilization

In order to ensure single-mode oscillation within the
dense cluster structure (see below), we use stan-
dard laser stabilization techniques [32], which per-
mit cavity-length control at the femtometer level [33].
The OPO cavity is electronically stabilized by two
servo loops, one for temperature and one for cav-
ity length (Fig. 1). The cavity-length error signal is

Figure 1: Experimental setup. DM: Dichroic mirror
(reflects 532 nm; transmits 1064 nm).

picked off the small leak through the HR input cou-
pler. A sinusoidal voltage at 25 kHz excites the first
mechanical resonance of the PZT-mirror system and
serves to modulate the OPO frequency. The weak
leak signal is demodulated by a lock-in amplifier, pro-
cessed by a loop filter, and finally applied to the OPO
PZT. The good signal-to-noise ratio of this method
allows us to operate with the OPO a few percent

above threshold, which is of interest for quantum op-
tics with bright beams as it will allow us to easily
perform homodyne squeezing measurements with a
stronger local oscillator, something believed difficult
[17] because of the current power-withstanding limi-
tations of high-efficiency photodiodes.

2.3 Detection

The OPO signal and idler beams are collimated by
an AR-coated lens and then traverse a variable beam
splitter comprised of a half-wave plate followed by a
low loss polarizing beam splitter (Tp, Rs > 0.99). We
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Figure 2: (a): Intensity difference spectrum of twin
beams through a balanced beam splitter (half-wave
plate @ π/8 rad). The 4 MHz signal-idler beat note
is clearly visible, along with its second harmonic
(preamplifier distortion). (b): Intensity difference
spectrum of twin beams (half-wave plate @ 0 rad).
The residual 4 MHz beat note is 52 dB below its
maximum level of fig. 2(a). (No intensity squeezing
is visible here because the OPO beams are attenu-
ated before detection.) Resolution bandwidth: 100
kHz. Single sweeps.

determine the reference angle of the wave plate axes
α = 0 by minimizing the beat note on the detectors,
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which clearly separates the twin beams. For other
angles relative to this one, the beams are thus mixed
in the equivalent way to a beam splitter with reflec-
tivity R = cos2(2α). When α = π

8
, the setup is equiv-

alent to a balanced beam splitter. This arrangement
also allows us to check the presence of polarization
crosstalk, i.e. the existence of a residual beat note for
α = 0. As seen in Fig. 2, this effect is negligible.

The detection is performed by two high effi-
ciency (> 95%) InGaAs photodiodes (JDS Uniphase
ETX500T) whose photocurrents are subtracted and
sent into an ultralow-noise transimpedance preampli-
fier. We measure the common-mode rejection ratio
to be 42 dB @ 100 kHz, which enables us to have a
shot-noise limited detection bandwidth as low as 200
kHz.

3 Experimental results

3.1 Intensity-difference squeezing

Figure 3 displays the measured photocurrent spec-
trum for different cases, with a maximum measured
squeezing of 4 dB @ 200 kHz. This detection band-
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Figure 3: OPO intensity-difference squeezing spec-
trum. (a): shot noise level — two-detector differ-
ence signal in beam splitter mode (half-wave plate @
π/8 rad). (b): number-difference squeezing — two-
detector OPO difference signal (half-wave plate @ 0
rad). (c): electronic detection noise (no light). Reso-
lution bandwidth: 10 kHz. 100-sweep averages.

width is quite low and unusual for squeezing ex-
periments (but see also Ref. [34]). Reaching even
lower quantum-limited detection bandwidths (1 kHz
or less) would be of tremendous interest for HLI ap-
plied to gravitational-wave detection. The squeezing
spectrum has a maximum of 4 dB and an inverted

Lorentzian shape of width the cold cavity linewidth
[3], which is 3 MHz here. Several straightforward
measures can be taken to improve on this prelim-
inary result, such as removing the photodetectors’
uncoated windows, using a shorter crystal, and us-
ing ultralow-loss OPO mirrors [35]. The focus of this
paper, however, is not as much on squeezing as on
stability.

3.2 Frequency control

It is well-known that, in a doubly resonant type-II
OPO, the double resonance condition for the cross-
polarized signal and idler inside a common cavity
containing a birefringent nonlinear crystal leads to
a densely clustered mode structure [36]. This leads
to a several hundred-fold increase of the constraints
for length stability of the cavity, and demands that
an electronic servo-lock loop be used. Theoretical
analyses of the type-II OPO have been carried out in
Refs. [37, 38] so we just outline the relevant points
here. The double resonance condition for the sig-
nal and the idler is L + ns,iℓ = ps,iλs,i/2, L being
the cavity length outside the crystal, ℓ the crystal
length, ns,i the refraction indices of the signal and
idler waves, λs,i their respective wavelengths, and
ps,i their respective mode numbers (positive inte-
gers). The equivalent resonance conditions for the
optical frequencies νs,i = c/λs,i are νs,i = ps,i∆s,i =
ps,ic/[2(L + ns,iℓ)], where ∆s,i are the free spectral
ranges (FSR) of the signal and the idler. The reso-
nance frequency change for a small air path change,
which corresponds to actuating one of the mirrors
with a PZT, is therefore

dνs,i
dL

= ∆s,i

(

dps,i
dL

− 2

λs,i

)

. (1)

From this equation, one finds the well-known mini-
mum length variation δL = ±λ/2 for which a mode

hop (δp = ∓1, δν = 0) occurs, in the case of a
singly-resonant OPO or laser. In a doubly-resonant
OPO, the additional constraint that both frequen-
cies sum up to the pump frequency νp = νs + νi
modifies the length tuning of the OPO cavity in a
dramatic way, as the OPO will not lase for all com-
binations of the signal and idler modes. The result is
a tightly packed cluster structure. For a stable and
narrow pump frequency, which is the case here, one
has d(νs+νi)/dL = 0. The length displacements cor-
responding to mode hops are then given by, to first
order in the birefringence δn = ns − ni,

δL ≃
[

(δps + δpi) +
1

2

δn

n̄+ L/ℓ
(δps − δpi)

]

λp

2
,

(2)
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where λp is the pump wavelength, n̄ = (ns + ni)/2,
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Figure 4: OPO beat note spectrum, 5 MHz span.
The narrow peaks are single spectrum analyzer
sweeps (14 ms), and the broad features are the corre-
sponding “max hold” traces for one minute or more.
(a): Free-running OPO 4 times above threshold. The
HWHM of the narrow peak is 50 kHz and the drift
range is 2 MHz. Free-running oscillation stays single-
mode without servo because the OPO mode HWHM
is of the order of 10 MHz (the cluster modes overlap.
See text). (b): Frequency-locked OPO four times
above threshold. The narrow HWHM is 60 kHz and
the drift range is 310 kHz, only limited by the signal-
to-noise ration of the servo error signal. Note that
the fast beat-note linewidth is limited by the 30 kHz
resolution bandwidth of the analyzer.

and δps,i are integers. Mode clusters are labeled by
(δps+δpi) and separated by half a pump wavelength.
Inside a given cluster, the modes are labeled by (δps−
δpi) and separated by (δps = −δpi = ±1)

δLmin ≃ δn

n̄+ L/ℓ

λp

2
≪ λp, (3)

the signal-idler frequency difference or beat note νb =
νs − νi differing, between two consecutive modes, by

the sum of the FSR’s. In the case of our experiment,
n̄ = 1.8, δn = 0.09, L = 9.2 cm, and λp = 532 nm,
give clusters every 266 nm with mode hops

δLmin ≃ λp

244
≃ 2.2nm. (4)

We now derive the tuning coefficients of the OPO
sum and difference frequencies ν± = νs ± νi with
respect to the pump frequency νp, cavity length L,
crystal temperature T , and voltage across the crystal
V (electro-optic tuning). Using Eq. (1) and analogs
and assuming ν− = 0 and no mode hops, one finds

(

∂ν±
∂L

)

T,V,νp

= (−5.11,−0.02) MHz/nm; (5)

(

∂ν±
∂T

)

L,V,νp

= (−2.12, 0.24) MHz/mK; (6)

(

∂ν±
∂V

)

L,T,νp

= (1.34, 0.59) MHz/V; (7)

(

∂ν±
∂νp

)

L,T,V

= (1, 0). (8)

The next question is: what are the sources of noise?
In the experiment, the pump frequency noise is < 10
kHz/ms with a slow thermal drift < 10 MHz/min; the
temperature servo gives δT < 1 mK in a 1 Hz band-
width; and the cavity servo gives δL = 0.01 nm in a
3 kHz bandwidth. No electro-optic servo is applied
as the noise on V is assumed negligible. The results
of these stabilization efforts are displayed on fig. 4,
which shows recordings of the beat note at two very
different time scales, with the temperature controlled
and a free-running and locked cavity. The measured
fast linewidths are of the order of 50 kHz for a 30
kHz resolution bandwidth, and are thus instrument-
limited. The locked residual jitter linewidth is 310
kHz, down from the free-running range of 2 MHz,
and the jitter frequency is 100-500 Hz. This 310 kHz
residual linewidth on the beat note is larger than ex-
pected from the length and temperature tuning co-
efficients calculated above, and is too fast for being
imputed to residual temperature fluctuations. We de-
duce that the beat note stability is degraded by other
factors.
In fact, we have observed that the crystal is slightly

inhomogeneous, likely due to a dopant concentration
gradient. As a result, moving the crystal transver-
sally in the beam tunes its birefringence and there-
fore the OPO, which, therefore and unexpectedly, be-
comes extremely sensitive to table vibrations trans-

verse to its axis. We have confirmed this by observ-
ing that the jitter’s spectral signature matches that
of the table vibration measured with accelerometers,
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both sharing in particular sharp resonances at 70 and
100 Hz. This produces noise on ν±, and Eq. (5) shows
that the cavity length servo is ill-equipped to do much
correction on ν− because of the low tuning coefficient.
As already mentioned, the temperature servo is too
slow to be useful here, hence further narrowing of
the beat note spectrum will require an electro-optic
servo on the crystal so as to make use of the favorable
tuning coefficient of Eq. (7).
Note, however, that the current level of perfor-

mance is already outstanding and satisfactory for
EPR and HLI experiments, the beat note being tun-
able to exactly zero hertz (within the residual jitter
range) by a simple temperature adjustment.

3.3 Intensity control

In order to determine how close to the threshold the
OPO can stably be operated, which is crucial in order
to determine whether EPR correlations can be ob-
served, we have investigated the conversion efficiency
given by [31]

ρ =
Pout

Pp
=

Ps + Pi

Pp
=

K

N
(
√
N − 1), (9)

where N = Pp/Pth is the number of times above
threshold (and should be as close to 1 as possible)
and K is a constant whose value is 2 for a standing
wave cavity with a single-pass pump and up to 4 if
the pump is reflected, the value of 4 corresponding
to a ring resonator or to a double-pass pump with
the right phase relationship with the signal and idler
fields δφ = φp−φs−φi = −π/2 [36]. The value of K
therefore depends on the differential phase shift im-
parted to δφ by reflection on the OPO output mirror
and on air dispersion. We measured the OPO out-
put power for different values of the pump power for
the frequency-degenerate mode in stably locked con-
ditions. Figure 5 displays a plot of ρ versus Pp, as well
as a least-squares fit using Eq. (9). Since we do not
know the mirror’s phase shift, we leave K as a free
parameter in the fit. The lowest point on the plot cor-
responds to N = 1.04, ρ = 5%, and Pout = 700 µW
per beam. We have in fact observed stable oscillation
for N as low as 1.01, i.e. output powers of a few hun-
dred microwatts per beam. This should indeed be
in the regime where EPR correlations are expected
[5]. The OPO output noise on each individual beam
is mainly that of the pump laser, i.e. fairly low (but
with relaxation oscillations) and is shot-noise limited
above 1.5 MHz. As already seen on fig. 3, intensity-
difference measurements are shot-noise limited above
200 kHz. This speaks to the low level of classical in-
tensity noise. Figure 4 (a) also gives an idea of longer-
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Figure 5: Measurement and fit of the conversion ef-
ficiency of the OPO locked on the degenerate mode.
ρ = K

N (
√
N − 1), where N = Pp/Pth . Fit parameters

are Pth = 25.6(2) mW, K = 3.26(6), χ2 = 1.5 10−3.

term intensity fluctuations of the unlocked OPO in a
single-detector measurement.

The theoretical threshold is 12 mW [31]. We mea-
sured about 15 mW for the strongest cluster mode
and 25.6(2) mW for the degenerate mode, which is
not the strongest (center) cluster mode. This is due
to a slight misalignment of the phase-matching angle
of the crystal. Correcting it is quite doable but is
always a delicate operation as it couples to the cavity
alignment. We observe that the power level of the
degenerate mode remains remarkably constant over
time, even with the experiment (including the pump
laser) turned off each night, testifying to the stability
of the optical alignments.

It is possible to achieve even lower powers with the
same threshold, but the capture range of the servo
decreases as the gain linewidth and this degrades the
locking performance. We are currently implementing
lower-noise detection techniques aiming at increasing
the signal-to-noise ratio by one order of magnitude
and at expanding the capture range of the servo.
One should also note that, since the error signal is
mixed with a considerable amount of vacuum fluctu-
ations (99.99%), we only use a classical signal to lock.
As a consequence, our servo cannot correct quantum
fluctuations, be they phase difference noise or critical
threshold fluctuations, which will allow us to observe
them without interference from the locking electron-
ics.
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4 Conclusion

We have experimentally demonstrated the stable op-
eration of a frequency degenerate type-II OPO above
threshold, with negligible polarization crosstalk, us-
ing a noncritically phase-matched Sodium-doped
KTP nonlinear crystal. The degenerate mode is ob-
tained reproducibly without the need to realign the
OPO cavity after the initial alignment, and its inten-
sity is controlled as low as just a few percent above
threshold. The twin beams exhibit 4 dB of number-
difference squeezing at 200 kHz, which illustrates the
low classical noise of our setup. Pushing this limit
to even lower frequencies, below 1 kHz, is important
from the perspective of applying HLI to the detection
of gravitational waves. All stability and squeezing
performances can be significantly improved on this
starting point, which is already suitable for the gen-
eration of bright EPR beams and HLI.

Acknowledgments

We thank Ken Nelson for his invaluable help and ad-
vice with high-performance electronics design, Har-
vey Sugerman for building some of the electronics,
Richard Stolzenberger for help with Na:KTP, and
Rodger Ashley and Roger Morris for machining our
super-Invar resonator structure.

This work is supported by the U.S. Army Research
Office and has been supported by the Jeffress Trust
Foundation.

References

[1] Wu L A, Kimble H J, Hall J L, Wu H, Phys.
Rev. Lett. 57, 2520 (1986).

[2] Ou Z Y, Pereira S F, Kimble H J, and Peng K
C, Phys. Rev. Lett. 68, 3663 (1992).

[3] Heidmann A, Horowicz R J, Reynaud S, Gia-
cobino E, and Fabre C, Phys. Rev. Lett. 59,
2555 (1987); Mertz J, Debuisschert T, Heidmann
A, Fabre C, and Giacobino E, Opt. Lett. 16,
1234 (1991); Rarity J G, Tapster P R, Levenson
J A, Garreau J C, Abram I, Mertz J, Debuiss-
chert T, Heidmann A, Fabre C, and Giacobino
E, Appl. Phys. B 55, 250 (1992).

[4] Einstein A, Podolsky B, and Rosen N, Phys.

Rev. 47, 777 (1935); Bohr N, Phys. Rev. 48,
696 (1935); Schrödinger E, (1935), in Quantum

theory and measurement, Eds. Wheeler J A and

Zurek W H, Princeton Univ. Press (1983), pp.
152-167.

[5] Reid M D and Drummond P D, Phys. Rev. Lett.
60, 2731 (1988).

[6] Reid M D, Phys. Rev. A 40, 913 (1989); Drum-
mond P D and Reid M D, Phys. Rev. A 41, 3930
(1990).

[7] Vaidman L, Phys. Rev. A 49, 1473 (1994).

[8] Braunstein S L and Kimble H J, Phys. Rev. Lett.
80, 869 (1998).

[9] Furusawa A, Sørensen J L, Braunstein S L, Fuchs
C A, Kimble H J, and Polzik E S, Science 282,
706 (1998).

[10] Li X, Pan Q, Jing J, Zhang J, Xie C, and Peng
K, Phys. Rev. Lett. 88, 047904 (2002).

[11] P.G. Kwiat, K. Mattle, H. Weinfurter,
A. Zeilinger, A.V. Sergienko, and Y.H. Shih,
Phys. Rev. Lett. 75, 4337 (1995).

[12] J.S. Bell, Physics 1, 195 (1964); A. Aspect,
P. Grangier, and G. Roger, Phys. Rev. Lett. 49,
91 (1982); Z.Y. Ou and L. Mandel, Phys. Rev.
Lett. 61, 50 (1987); Y H. Shih and C.O. Alley,
Phys. Rev. Lett. 61, 2921 (1988).

[13] D. Bouwmeester, J.-W. Pan, K. Mattle, M. Eibl,
H. Weinfurter, and A. Zeilinger, Nature 390,
575 (1997); J.-W. Pan, S. Gasparoni, M. As-
pelmeyer, T. Jennewein, and A. Zeilinger, Na-
ture 421, 721 (2003).

[14] D. Bouwmeester, J.-W. Pan, M. Daniell, H. We-
infurter, and A. Zeilinger, Phys. Rev. Lett.

82, 1345 (1999); J.-W. Pan, D. Bouwmeester,
M. Daniell, H. Weinfurter and A. Zeilinger, Na-
ture 403, 515 (2000).

[15] T.B. Pittman, M.J. Fitch, B.C Jacobs, and J.D.
Franson, arXiv:quant-ph/0303095.

[16] Lugiato L, Gatti A, and Brambilla M, J. Opt.

B: Quantum Semiclass. Opt. 4, S176 (2002).

[17] Zhang Y, Wang H, Li X, Jing J, Xie C, and Peng
K, Phys. Rev. A 62, 023813 (2000).

[18] Bowen W P, Treps N, Schnabel R, and Lam P
K, arXiv preprint quant-ph/0206017.

[19] Schori C, Sørensen J L, and Polzik E S, arXiv
preprint quant-ph/0205015.

7

http://arxiv.org/abs/quant-ph/0303095
http://arxiv.org/abs/quant-ph/0206017
http://arxiv.org/abs/quant-ph/0205015


[20] Silberhorn Ch, Lam P K, Weiß O, König F, Ko-
rolkova N, and Leuchs G, Phys. Rev. Lett. 86,
4627 (2001).

[21] Teja J and Wong N C, Opt. Exp. 2, 65 (1998);
Peng K C, Pan Q, Wang H, Zhang Y, Su H,
Xie C D, Appl. Phys. B66, 755 (1998); Porzio
A, Sciarrino F, Chiummo A, Fiorentino M, Soli-
meno S, Opt. Comm. 194, 373 (2001).

[22] See related work on degenerate OPO’s just above
threshold in: Drummond P D, Dechoum K, and
Chaturvedi S, Phys. Rev. A 65, 033806, (2002).

[23] Holland M J and Burnett K, Phys. Rev. Lett.

71, 1355 (1993).

[24] Caves C M, Phys. Rev. Lett. 45, 75 (1980).

[25] Caves C M, Phys. Rev. D 23, 1693 (1981).

[26] Ou Z Y, Phys. Rev. A 55, 2598 (1997).

[27] Xiao M, Wu L A, and Kimble H J, Phys. Rev.
Lett. 59, 278 (1987); Grangier P, Slusher R E,
Yurke B, and LaPorta A, Phys. Rev. Lett. 59,
2153 (1987).

[28] Meyer V, Rowe M A, Kielpinski D, Sackett C A,
Itano W M, Monroe C, and Wineland D J, Phys.
Rev. Lett. 86, 5870 (2001).

[29] Orzel C, Tuchman A K, Fenselau M L, Yasuda
M, Kasevich M A, Science 291, 2386 (2001).

[30] Kim T, Pfister O, Holland M J, Noh J, and Hall
J L, Phys. Rev. A 57, 4004 (1998).

[31] Byer R L, in Quantum Electronics: A Treatise,
Eds. Rabin H and Tang C L, Academic Press,
New York (1975), Vol. I, Part B, p. 587.

[32] Pound R V, Rev. Sci. Instrum. 17 490 (1946);
Drever R W P, Hall J L, Kowalski F V, Hough
J, Ford G M, Munley A J, and Ward H, Appl.
Phys. B 31, 97 (1983).

[33] Salomon Ch, Hils D, and Hall J L, J. Opt. Soc.

Am. B, 5, 1576 (1988).

[34] Bowen W P, Schnabel R, Treps N, Bachor H A,
and Lam P K, J. Opt. B: Quantum Semiclass.

Opt. 4, 421 (2002).

[35] Rempe G, Thompson R J, Kimble H J, and
Lalezari R, Opt. Lett. 17, 363 (1992).

[36] Shen Y R, The Principles of Nonlinear Optics,
Wiley, New York (1984).

[37] Debuisschert T, Sizmann A, Giacobino E, and
Fabre C, J. Opt. Soc. Am. B, 10, 1668 (1993).

[38] Lee D, Wong N C, J. Opt. Soc. Am. B, 10, 1659
(1993).

8


	Introduction
	Experimental setup
	OPO crystal and cavity
	OPO stabilization
	Detection

	Experimental results
	Intensity-difference squeezing
	Frequency control
	Intensity control

	Conclusion

